
Summary of the test sample numbering scheme for the 
2004 BLIP irradiation 

 
 
 
 

 
TENSILE TEST SAMPLES   
     
MATERIAL # of  

samples 
Numbered 
From To 

Other identifying 
feature 

Vascomax 48 1 48 magnetic 
Ti alloy 48 1 48 1 mm thick 
GUM metal 48 61 108 1 mm thick 
IG graphite 30 1 30 2 mm thick 
CCxx 20 1 20 3 mm thick 
CCyy 20 31 50 3 mm thick 
     
     

CTE SAMPLES     
     
MATERIAL # of  

samples 
Numbered  
From To 

Other identifying 
feature 

Vascomax 18 1 18 magnetic 
Ti alloy 18 1 18 1 mm thick 
GUM metal 18 31 48 1 mm thick 
IG graphite 18 1 18 2 mm thick 
CCxx 16 1 16 3 mm thick 
CCyy 16 31 46 3 mm thick 
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